
Access decks, drying and playing areas

1) CONCRETE OR BRICKWORK

2) SKIRTING AS DESCRIBED IN
ROOFING SECTION

3) 25MM  TWO COAT MASTIC ASPHALT.
1ST COAT ROOFING GRADE, 2ND
COAT ROOFING GRADE WITH 10-
15% ADDITIONAL COARSE
AGGREGATE

4) SEPARATING MEMBRANE

5) CEMENTITIOUS SCREED LAID TO
FALLS

6) CONCRETE OR SIMILAR DECK
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